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CKB PRODUCTS WHOLESALE .

8900 DIRECTORS ROW,DALLAS,TEXAS 75247

.

THIS REPORT IS TO SUPERSEDE TEST REPORT NO.SHAHG1420512302A01, DATE:2014/11/13..

The following sample(s) was/were submitted and identified on behalf of the clients as : STAINLESS STEEL HIP 

FLASK.

SGS Job No. : SHHG1410038960CW - SH .

Supplier :. CKB PRODUCTS WHOLESALE .

Date of Sample Received : . 29 Oct 2014.

Testing Period : . 29 Oct 2014 - 04 Nov 2014 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Conclusion :. When tested as specified, the submitted sample is suitable for contact with food. .

Signed for and on behalf of

SGS-CSTC Ltd. .

JJ Fan.

Approved Signatory . .
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This document cannot be used for publicity, without 

prior written approval of the SGS.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description. Material

(claimed by the client).

SN1. SHA14-205123.001 Silvery metal bottle . Stainless steel .

Total Chromium.

Test Requested : . As specified by client, to determine total chromium content in the submitted sample(s). .

Test Method : . Titration method.

Test Item(s). Limit. 001.

Total Chromium (%) . ≥10.5%. 14.0.

Conclusion. PASS.
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Sample photo: .

SHAHG1420512303  A02

SHA14-205123.001 .

SHAHG1420512303  A02

.

SGS authenticate the photo on original report only .

*** End of Report *** .
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